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(57) ABSTRACT

The method of producing a colored powder of a polymeric
material includes the steps of selecting a feedstock of said
polymeric material, pulverizing said polymeric material in a
pulverizer to produce a powder, moving the powder directly
from the pulverizer to a mixer; spraying a liquid formulation
including a colorant into the powder within the mixer, and
mixing the liquid formulation and powder.
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